
STANDARDS FOR REPOINTING HISTORIC MASONRY 
 

1. Joint Preparation:  old mortar shall be removed to a minimum depth of 2‐ ½ times the 
width of the joint to ensure an adequate bond and prevent mortar “popouts.” 

2. Mortar: the mortar should be softer than the brick and as soft or softer than the historic 
mortar it replaces. Ideally, it should be composed of only lime and sand. The mortar 
should have no larger a proportion than 20% Portland cement when used on historic 
structures; any greater amount is potentially damaging to softer historic brick. 

3. Mortar shall match the original mortar in both color and texture. 

4. Joint profile to be consistent and tooled to match the original joint profile:  i.e., concave, 
flush, sloped.  In cases where old bricks have worn, rounded edges, it is usually best to 
recess the final mortar slightly from the face of the bricks, to avoid a joint visually wider 
than the actual joint width. 

5. Replacement brick, when required, shall match the exiting brick in color and size. 
 
For further information, please contact the Cultural Resources Office at 314‐622‐3400. 


